THE CITY OF GALVESTON CONCRETE DRIVEWAYS

PART 1

SECTION 02531

CONCRETE DRIVEWAYS

GENERAL

1.01 SECTION INCLUDES

A

Portland cement concrete driveways.

1.02 UNIT PRICES

A

Measurement for concrete driveways is on square yard basis.

1.03 SUBMITTALS

A

PART 2

Submittals shall conform to requirements of all sections and provisions of these
specifications.

Submit proposed mix design and test data for each type and strength of concrete in Work.
Include proportions and actual flexural strength obtained from design mixes at required
test ages.

PRODUCTS

201 MATERIALS

A

D.

E.

PART 3

Concrete: Conform to material and proportion requirements for concrete of Section
02521.

Reinforcing Steel: Conform to material requirements of Section 02521.

Preformed Expansion Joint Material: Conform to material requirements for preformed
expansion joint material of Section 02523.

Joint Sealing Compound: Conform to material requirements of Section 02523.
Sand Bed: Conform to material requirements for bank run sand of Section 02229.

EXECUTION

3.01 PREPARATION

A.

Prepare subgrade in accordance with applicable portions of Sections 02221 through
02227 and 02241.

3.02 PLACEMENT
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A Place and finish concrete in accordance with applicable portions of Section 02521.
3.03 JOINTS
A Install joints in concrete driveway in accordance with Section 02523.

3.04 CONCRETE CURING

A Cure concrete driveway in accordance with Section 02525.
3.05 PROTECTION

A Conform to applicable requirements of Section 02525.

END OF SECTION
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